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Abstract

Two wood preservation products (Zerwood ABS-30 and Zerwood AKN-12) were tested for
their efficiency in preservation of wood against surface moulds and blue stain fungi.

Tests were conducted by the method developed and validated by AM Solutions
Laboratory. Untreated wood was used as a reference sample.

Results shown that both tested products were highly efficient in protection of wood
against the growth of surface moulds and blue stain fungi.

Moderate to heavy growth of test fungi on the blank (untreated sample) was observed,
confirming the validity of the test.

1. Samples
Two samples of different wood protection products were received for this study:

e Zerwood ABS-30 - [M573S1/2014]
e Zerwood AKN-12 - [M57451/2014]

Sample of untreated wood was included in the test as the blank reference.

2. Pre-tests

The samples were pre-tested for their sterility and pH values. Results are shown in the table
below.

Table 1. pH values and sterility results of test samples

Sample description pH measured Sterility
Zerwood ABS-30 i
5,20 0(0CFU)Y
[M573S1/2014] 0 (0 CFU) M
Zerwood AKN-12 8.40 gfg ggﬁ; \B(
[M574S1/2014] ’ 0(0 CFU) M

3. Test procedure

Samples were applied on wooden blocks according to the manufacturer's instructions. After
complete drying the test samples were embedded in Malt Extract Agar. Two sets of samples
were prepared for each product tested. One set was tested against surface moulds and the
second — against blue stain fungi.
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